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                    Product:Product:Product:Product:  Saddle Collection 
 
                    U.S. Importer: U.S. Importer: U.S. Importer: U.S. Importer: Johnson Plastics Plus 
                    12450 Oliver Ave. South Ste. 100 
                    Burnsville, MN 55337 
              
                    Record Maintenance: Record Maintenance: Record Maintenance: Record Maintenance:  
                   Justin Nelson | Johnson Plastics Plus 
        8130 W. Reno Ave. | Oklahoma City, OK 73127 
        P: 800-869-7800 | E: jnelson@jpplus.com 
 
                    Manufacturing Region:Manufacturing Region:Manufacturing Region:Manufacturing Region: Dongguan City, China 
 
                    Specimen Description:Specimen Description:Specimen Description:Specimen Description: Synthetic Leather 
    
                    Test Lab: Test Lab: Test Lab: Test Lab: Dongguan Gamma Testing TechnologyDongguan Gamma Testing TechnologyDongguan Gamma Testing TechnologyDongguan Gamma Testing Technology    
    
                    Test Period: Test Period: Test Period: Test Period: Nov. 13-14, 2017   Test Method:Test Method:Test Method:Test Method:  FTIR 
 
                        Item:Item:Item:Item: PVC Qualitative         Result:Result:Result:Result:  Negative 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 
 
 
 
 
 
 
 
This report is not intended to be a recommendation for any particular course of action but for informational purposes only and to clarify 
specific information regarding the tested products. Nothing provided in this statement is (i) a representation, an express or implied warranty, 
or an agreement to indemnification by Johnson Plastics Plus or its affiliates (ii) a statement which may form the basis of reliance by Johnson 
Plastics Plus, (iii) a modification of any term or conditions of sale agreed to between Johnson Plastics Plus and its customers. 
 

Composition / IngredientsComposition / IngredientsComposition / IngredientsComposition / Ingredients    % by Weight% by Weight% by Weight% by Weight    

Proprietary Resin Blend 40% 

Silk Braid 30% 

Light Calcium 10% 

Wood Powder 10% 

Cotton 4% 

Pigment 5% 

Trace Filler 1% 

No SVHCNo SVHCNo SVHCNo SVHC        

PVC 0% 

Neoprene 0% 

Hydrogen Chloride 0% 

Vinyl Chloride 0% 


